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SSCE Fernandina Beach, Coal Test Methods1: 
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Method 19 (1989) D 2234 D 2013 D 3177 D 3173 D 3286 
DEP/EPA-Approved Plan 
(1989) 

D 2234 D 2013 D 3177 D 3173 D 3286 

Method 19 (Current) D 2234 D 2013 D 3177 
or 

D 4239 

D 3173 D 2015, 
D 3286, 

or 
D 5865 

SSCE (Current) D 2234 D 2013 D 4239 D 3173 D 5865 
 
1 Methods identified in SSCE Fernandina Beach RAI Response dated December 4, 2003. 


